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Code No:310653 III/IV B.Tech.(I-Semester) Examination. Nov,2002



OR



HEAT TREATMENT TECHNOLOGY ( Metallurgy and Material Technology) - OR Time: 3 hours.



2.a)



b)



.in



b)



Answer any FIVE questions All questions carry equal marks *** Explain the factors influencing critical cooling rate. Explain hardenability of steel. Describe two different methods of obtaining spheroidized cementite structure?



Draw I-T diagram of 1080 steel and show a cooling curve that will result in a structure of (i)50% pearlite + 50% Mrtensite (ii)uniform pearlitic structure of Rc 40 (iii)100% Martensite (iv)100% coarse pearlite(v)100% fine pearlite. Explain the residual stresses setup during handening. What is the purpose of deep freezing.



or ld



1.a)



Max.Marks:70



Explain temper brittleness in steels and suggest remedy? What are the advantages and limitations of austempering? Explain heat treatment to be given after carburising.



4.a)



Describe precipitation hardening treatment. Differentiate between coherent and incoherent precipitates. What is the purpose of addition of alloying elements to the steels? What is the effect of alloying elements upon Iron-Iron carbide diagram?



b) c)



uW



3.a) b) c)



Write short notes on any THREE of the following: a)Precipitation hardening stainless steels (b) HSLA steels ©Maraging steel c)Heat resisting steels (d) High speed tool steel.



6.



Explain Malleablising treatment. Explain structure, properties and applications of Ni-hard and S.G.Iron.



nt



5.



Briefly write on any THREE of the following : a) Muntz metal (b) Al-Li alloys (c) Titanium alloys d) Nickel based super alloys (e) Babbits



Aj



7.



8.a) b)



Explain heat treatment, properties and applications of Ti-6Al – 4V alloy? Explain the control of heat treatment atmospheres. What are the difficulties involved in vacuum heat treatment? ----
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The lowest value of temperature is. called as 'Absolute Zero'. The absolute zero. is equal to zero kelvin (OÂ°K) or (â€“)273.15Â°C. Clinical Thermometer : It is a mercury. in glass type thermometer. The. thermometer scale is marked from 95Â°F to. 110
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