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Field emission of doped carbon nanotubes Hyo-Shin Ahna兲 and Kwang-Ryeol Leeb兲 Future Technology Research Division, Korea Institute of Science and Technology, Seoul 136-791, Korea



Doh-Yeon Kim School of Materials Science and Engineering, Seoul National University, Seoul 151-742, Korea



Seungwu Hanc兲 Department of Physics and Division of Nano Science, Ewha Womans University, Seoul 120-750, Korea



共Received 24 June 2005; accepted 18 January 2006; published online 3 March 2006兲 We calculated field-emission currents from nitrogen- and boron-doped single-walled 共5,5兲 carbon nanotubes by integrating time-dependent Schrödinger equations. Nitrogen doping increased the emission current owing to a shift in the energy level of a localized state to the Fermi level, and the creation of coupled states that have characteristics of both localized and extended states. On the other hand, boron doping had an opposite effect on the electronic structure by increasing the energy level of the localized state. The calculated emission currents of the boron-doped carbon nanotube fluctuated depending on the doping site and the external electric field. © 2006 American Institute of Physics. 关DOI: 10.1063/1.2180444兴 Field emission behavior of carbon nanotubes has been actively studied for possible applications as novel types of displays or light sources. It is an intriguing idea to engineer the field-emission properties of carbon nanotubes by doping the nanotube with atoms of nitrogen 共N兲 or boron 共B兲, which have electronic properties are similar to those of carbon atoms.1–6 Recently, N-doped carbon nanotubes, also referred to as CNx nanotubes, have attracted much attention because the doping radically modifies the electrical properties of the carbon nanotubes. High resolution electron-energy-lossspectroscopy 共EELS兲 reveals signatures of a covalent C–N bond, suggesting that N atoms substitutionally replace carbon atoms. On the other hand, boron doping is known to be more difficult due to the ease of formation of the B4C phase 3 and/or the evolution of disordered structure caused by interstitial incorporation of B.7 By contrast, doping with a small amount of boron tends to improve the crystallinity of the nanotube.8 Compared with pristine carbon nanotubes, the field emission behavior of N-or B-doped nanotubes has been intensely studied.9–11 In most cases, nitrogen doping has been found to increase the field emission current, even though the mechanism for this enhanced emission is yet to be understood. On the other hand, the effect of boron doping on the field emission is somewhat unclear.9,10 The electronic structure of the tip region has been theoretically calculated, and the field-emission properties discussed in terms of the density of states near the Fermi level or local work function. However, one should note that the actual emission current depends strongly on the local electric field, which could be affected by the doping configuration. Furthermore, the tunneling barrier experienced by the emitting state is difficult to estimate from the electronic structure in the unbiased condi-



tion. A more realistic approach to evaluate the actual emission current is thus required for a complete understanding of the emission behavior. In our work, we employed a “first-principles” method to calculate the emission current of N- and B-doped carbon nanotubes. Due to limited computational resources, we studied the emission behavior of a small-radius, single-walled 共5,5兲 carbon nanotube. We note that multiwalled carbon nanotubes are more frequently studied in experiments. We considered only the tip region where the applied electric field is greatest, and hence where most field emission occurs. Figure 1 shows the model system of the 共5,5兲 carbon nanotube 共diameter ⬃7 Å, length ⬃30 Å兲 used in our work. The po-



a兲



FIG. 1. The model 共5,5兲 nanotube used in the calculation, and the calculated emission current for N-doped carbon nanotubes with an external electric field of 0.7 V / Å. The letters indicate the atomic sites for replacing carbon with nitrogen atoms. The open squares show the energy of the localized states relative to the Fermi energy. The solid circle shows the emission current calculated for each doping site.
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sitions of the doping elements are indicated by letters. In the case of the B-doped nanotube, we used a longer tube of length 40 Å to minimize the finite-size effect.12 The front end of the nanotube was closed with a hemisphere of C60 and the carbon atoms in the other end were passivated with hydrogen atoms. To calculate the field-emission current of nanotubes under an external electric field, we used the first-principles method proposed by Han et al., which has been applied to several carbon systems.12,13 The computations involved two steps. The first step was a self-consistent calculation using the localized atomic orbital under an external electric field applied along the nanotube. In the second step, the basis set was switched to plane waves, and the electrons tunneling out to the vacuum were monitored by integrating the timedependent Schrödinger equation. We used a fourth-order split-operator method to separate kinetic and potential terms of the time-evolution operator in an exponential form. A time step of 0.0024 fs was chosen for temporal evolutions. The size of supercell was chosen to be 20⫻ 20⫻ 80 Å3, which is large enough to avoid interaction with adjacent repeated cells. Various external electric fields in the range 0.3– 1.2 V / Å were applied, which corresponded to local electric fields at the tip end ranging from about 0.5 to 1.5 V / Å. In real situations, empty states of emitted electrons should be replenished by extended states in nanotubes to form a closed circuit macroscopically. Since the transition time from extended states to localized states in the tip region is much shorter than the tunneling time 共femtosecond versus picosecond兲, the overall emission current would be dictated by tunneling rates into vacuum states. The plot in Fig. 1 shows the variation of emission current as a function of the nitrogen doping position for an external electric field of 0.7 V / Å. The emission current of the pristine nanotube was 8.7 A. The total energies depended on the doping position of nitrogen atoms; the substituted nitrogen atom prefers sites on the tip end to those on the tube body by 0.3 eV, which implies the nitrogen induces local distortion or defects. Two distinct electronic states existed in the nanotube: the localized state and the extended state.14 Electron emission from the localized state plays a major role in the total emission current from pure carbon nanotubes.13 In the N-doped carbon nanotubes, the emission currents were strongly dependent on the doping position; nitrogen doping in the cap region increased the emission current by more than 100%, whereas nitrogen doping in the side wall had a small effect on the emission current. From a detailed analysis of the band-decomposed emission, we found two factors contributing to the increase in emission currents as a result of nitrogen doping. First, addition of nitrogen into a nanotube changed the energy level of the localized states. For the undoped 共5,5兲 nanotube, the localized state existed about 1 eV above the Fermi level. The localized state shifted down to the Fermi level as the position of the nitrogen doping approached the tip 共see open square data in the plot of Fig. 1兲. The decrease in energy was due to an effectively attractive potential of nitrogen atoms.15 As the localized states were closer to the Fermi level, occupancy of the localized states increased, resulting in a larger emission probability. On the other hand, the Fermi levels evaluated from the vacuum level were −4.53 eV and −4.36± 0.02 eV for undoped and N-doped nanotubes, respectively. The small increase in the emission current that was observed for nitrogen
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FIG. 2. 共Color online兲 The spatial distribution 共front and side views兲 of three distinct types of states contributing to the emission current of N-doped carbon nanotubes. Different shades indicate the sign of the wave function. 共a兲 Localized state, 共b兲 extended state, and 共c兲 coupled state. The position of the doped N atom is indicated by an arrow in 共c兲.



doping in the sidewall may come from this slight decrease of the value of the work function. The second effect of nitrogen doping was the creation of coupled states with mixed properties of the localized and extended states 共see Fig. 2兲. We found that the coupled states were more prominent when the nitrogen doping was near the tip region. The presence of the nitrogen atoms broke the rotational symmetry of the nanotube so that states with different azimuthal angular momentum, such as the localized and extended states, could be coupled. Figure 3 shows the emission current of each state for various values of the external electric field. The emission current from the coupled states was similar to that from the localized state, since the states were substantially exposed to the highest electric field. The coupled states intermixed with the localized states increased the number of states with a large emission capability. The boron doping had an effect that differed from that of the nitrogen doping. We found that the coupled states observed in the N-doped nanotube did not occur for boron doping. Furthermore, boron doping around the cap region raised the energy level of the localized state since the boron atoms were effectively repulsive for the  states.16 The data plotted as open squares in Fig. 4 show that the boron atoms in the



FIG. 3. The state-resolved emission current of N-doped carbon nanotubes for various external electric fields. Downloaded 26 Apr 2006 to 220.149.161.21. Redistribution subject to AIP license or copyright, see http://apl.aip.org/apl/copyright.jsp
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the doping position and the external electric field explains the two opposing experimental results on B-doped nanotubes.9,10 In summary, we found that enhanced electron emission by nitrogen doping was related to the shift of the localized state to the Fermi level, and the significant contribution of the coupled state near the Fermi level. Boron doping may result in the fluctuation of the emission current because the localized state at the deep level may play a role in the emission, depending on experimental conditions, such as nanotube preparation and the electric field applied for electron emission.



FIG. 4. The emission current of B-doped carbon nanotubes for an external electric field of 0.3 V / Å. The boron positions are shown in Fig. 1. The open squares show the energy of the localized states relative to the Fermi energy. The solid circles show the emission current calculated for each doping site. The triangle data indicate the energy of the localized state of the pristine carbon nanotube. The emission current of the pristine nanotube is 1.03 A.



cap region pushed up the energy level of the localized state by as much as 0.8 eV. Larger external fields were thus required to shift the localized level down to the Fermi level and make them contribute to the emission current. This accounts for the reduced emission current in Fig. 4 共closed circle data兲. However, it was noticeable that the total emission current increased significantly when the boron atom was substituted at the h site. This is in stark contrast to the argument that connects the position of the localized states with the emission currents. Inspection of the partial density of states of carbon nanotubes revealed that there was another localized state about 0.9 eV below the Fermi level. In the pristine or N-doped nanotubes, this state was too low in energy to contribute to the emission current. However, under the influence of the boron atoms at the tip, the energy level of this state moved closer to the Fermi level, resulting in a significant reduction in the tunneling length. One should note that this behavior was highly sensitive to the doping position and to the external electric field. For example, at a higher electric field of 0.5 V / Å, doping at the h site did not result in the current enhancement. Regarding the relative stability, boron doping has negligible site dependence within 0.1 eV fluctuation, indicating that the boron atoms would be randomly distributed in real situations. The sensitivity to both
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