









	
 Home

	 Add Document
	 Sign In
	 Create An Account














[image: PDFKUL.COM]






































	
 Viewer

	
 Transcript













IOP PUBLISHING



SMART MATERIALS AND STRUCTURES



Smart Mater. Struct. 16 (2007) 1298–1301



doi:10.1088/0964-1726/16/4/042



Photoacoustic studies on thermal parameters of liquid crystal mixtures Sajan D George1,2 , A K George3 , P Radhakrishnan2 , V P N Nampoori2 and C P G Vallabhan2 1



Centre for Laser Spectroscopy, Manipal Life Sciences Centre, Manipal University, Manipal 576 104, India 2 International School of Photonics, Cochin University of Science and Technology, Cochin 682 022, India 3 Physics Department, College of Science, Sultan Quaboos University, PO Box 36, Postal Code 123, Muscat, Oman E-mail: [email protected]



Received 21 December 2006, in final form 6 June 2007 Published 5 July 2007 Online at stacks.iop.org/SMS/16/1298 Abstract Complete thermal characterization of liquid crystal mixtures in the smectic phase consisting of various relative volume fractions of cholesterol and 1-hexadecanol have been carried out using the photoacoustic technique. Thermal diffusivity values of these liquid crystal mixtures are evaluated using the open cell photoacoustic technique whereas the thermal effusivity value is measured using the conventional photoacoustic technique. From the measured values of these transient thermophysical parameters, the thermal conductivity and heat capacity of the sample under investigation are calculated. Analyses of the results show that all the thermophysical parameters depend strongly on the volume fraction of the constituents. Results are interpreted in terms of enhanced hydrogen bonding and the consequent enhancement in cohesive thermal energy transport with increasing volume fraction of 1-hexadecanol.



1. Introduction In recent times, considerable efforts have been made into the synthesis and characterization of heterogeneous liquid crystal mixtures due to their wide applications in the photonics industry [1–3]. As these materials are extensive for device fabrication, thermal characterization of these materials demand close scrutiny. The variation in thermal parameters as a function of volume fraction of the constituents have so far not been well investigated experimentally, particularly using nondestructive and nonintrusive techniques. In the present work, focus is paid to the variation in thermophysical parameters, namely, thermal diffusivity, thermal effusivity, thermal conductivity and thermal heat capacity, as a function of relative volume fraction of 1-hexadecanol in a liquid crystal mixture of cholesterol and 1-hexadecanol using the laserinduced nondestructive photoacoustic technique. All the photothermal methods depend upon the detection of thermal waves generated in the sample after illumination with pulsed or chopped optical radiation [4–6]. Amongst 0964-1726/07/041298+04$30.00



the variety of techniques available [7–10], the laser-induced photoacoustic (PA) method has gained more popularity due to its simple, elegant experimental technique as well as to its versatility in employing different configurations to measure the required thermophysical parameter with great accuracy [11, 12]. Thermal diffusivity is an important thermophysical parameter, which essentially determines the diffusion of heat through a sample. Physically, the inverse of thermal diffusivity is a measure of the time required to establish thermal equilibrium in a system for which a transient temperature change has occurred [13, 14]. Even though thermal effusivity is a unique thermophysical parameter, it is one of the least explored quantities in physics [15]. Thermal effusivity essentially measures thermal impedance of the material, which in other words, is the sample’s ability to exchange heat with the environment. Hence, it is an important parameter for surface heating and cooling processes as well as in quenching processes [16]. By knowing the values of the thermal diffusivity and thermal effusivity, an evaluation of thermal
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Figure 1. Representative polarized optical micrograph of a mixture containing 70% cholesterol and 30% 1-hexadecanol.



conductivity and thermal capacity of the specimen can be made. The present study is of great physical and practical relevance owing to the immense technological importance of the thermal parameters of liquid crystals.



2. Sample preparation The samples of the present investigation are prepared by mixing cholesterol and 1-hexadecanol in various relative volume fractions (70%:30%, 60%:40%, 50%:50%, 40%:60%, respectively) and the mixture is heated to a temperature well above the melting point with continuous stirring to ensure thorough and complete mixing. The homogeneous mixture is quickly cooled and solidified by quenching in ice. This procedure is repeated until constant melting and transition temperatures are obtained. The microscopic textural investigations using an Olympus polarizing microscope in conjunction with a heating stage (Linkam—TMS 94) shows that all the mixtures under investigation are in the smectic A phase, which is the most ordered liquid crystalline phase. Smectic is a distinct mesophase of liquid crystals in which molecules exhibit a high degree of translational order. In this state, molecules not only maintain a general orientational order, but also tend to align in layers or planes. Motion is restricted within these planes which gives a more ‘solid-like’ phase. In the smectic A phase, the director is perpendicular to the smectic plane and there is no particular positional order in the layer. A representative polarized optical micrograph of the specimen containing cholesterol and 1-hexadecanol in the ratio 70:30 is given in figure 1.



3. Experimental set-up and theoretical background A schematic representation of the open photoacoustic cell (OPC) used here is given in figure 2. Optical radiation from an argon ion laser at 488 nm (Liconix 5000) is used as the excitation source. The laser is intensity-modulated using a mechanical chopper (Stanford Research Systems SR 540) before it reaches the sample surface. Detection of the PA signal in the cavity is made using a sensitive electret microphone (Knowles BT 1754). Details of the PA cell used in the present investigation are explained elsewhere [17]. The cell has a flat response in the frequency range 40–4000 Hz. The phase of the photoacoustic signal is measured using a dual-phase digital



Figure 2. Schematic diagram of the open photoacoustic cell.



lock-in amplifier (Stanford Research Systems SR 830). The laser power used for the present studies is 50 mW with a stability of 0.5%. In this case a thin Al foil (5 μm) is attached to the sample surface to obtain complete opaqueness as well as the same light to heat conversion efficiency. The phase of the PA signal generated by the sample due to its excitation with chopped optical radiation, in the thermally thick region (sample thickness is greater than thermal diffusion length), is given by the expression [18]



el ∼ = 0 + tan−1







 1 , (z − 1)



(1)



√ where 0 is the initial phase and z = ls π f /αs for a specimen of thermal diffusivity αs . This has been evaluated by taking into account the thermoelastic bending due to the temperature gradient existing within the sample. The conventional PA cell employed here for thermal effusivity measurements is given in figure 3. A major difference in this, as compared to OPC, is that the signal is collected from the front side of the sample under investigation. The PA signal is generated by nonradiative de-excitation following the incident chopped optical radiation (488 nm from an argon ion laser—Liconix series). Amplitude of the PA signal is measured using a dual-phase lock-in amplifier (Stanford Research Systems SR 830). In this case, the PA signal amplitude is measured for a sample attached with aluminium foil and aluminium foil alone. The theoretical background for evaluating thermal effusivity has already been explained by Veleva et al [19]. According to them, the ratio of PA signal between aluminum foil attached to the sample surface (θ ) and Al foil alone (θ0 ) in a conventional PA cell 1299



S D George et al



Figure 3. Conventional photoacoustic cell.



configuration is given by the expression



θ 1 = , θ0 1 + (b/l0 σ0 )



(2)



εs ε0



in which εs is the effusivity of the sample. ε0 where b = and l0 is the effusivity and thickness of the Al foil (60 μm) having thermal  diffusivity α0 . In this case, σ0 = (1 + i)a0 ,



Figure 4. Open photoacoustic cell phase spectrum for the liquid crystal mixture containing 70% cholesterol and 30% 1-hexadecanol.



where a0 = πα0f . Thus, by using the known values of thermal parameters of the Al foil, the thermal effusivity value of the sample under investigation can be evaluated. Since the ratio of amplitudes is taken for evaluating thermal effusivity, calculated values are independent of the frequency-dependent transfer function [20]. By knowing these two transient thermophysical parameters, the thermal diffusivity (αs ) and thermal effusivity √ (εs ) of the specimen, its thermal conductivity (ks = εs αs ) ks and thermal capacity (ρC = αs ) can be evaluated.



4. Results and discussion A typical phase spectrum used for thermal diffusivity calculation, measured for the sample with 70% cholesterol and 30% 1-hexadecanol is given in figure 4. The amplitude ratio of the signal used for thermal effusivity calculation is given in figure 5. All other samples showed similar behaviour (not shown here). The evaluated thermal parameters are tabulated in table 1. From the table it is clear that thermal diffusivity increases with increase in volume fraction of 1-hexadecanol in a liquid crystal mixture consisting of cholesterol and 1-hexadecanol while thermal effusivity decreases. In the case of heterogeneous liquid crystal mixtures, as in the present case, measurement of the effective thermal parameters depends on the thermal properties of its constituents. For a heterogeneous mixture, lattice expansion thermal mismatch and interfacial thermal resistance are two key parameters that essentially determine the effective thermal properties of the system. Although cholesterol is non-mesomorphic, it must be considered to be potentially mesomorphic since even cholesteryl chloride gives a monotropic cholesteric phase. It is possible that hydrogen bonding in pure cholesterol increases the intermolecular cohesion and is responsible for its high melting point. Hydrogen bonding is one of the key interactions in the case of liquid crystal mixtures that results in the creation and stabilization of supermolecular liquid crystal materials [21–23]. In the case of a mixture of two different substances, as in the present case, liquid crystal formation will depend on two factors: first, the ability of molecules to pack 1300



Figure 5. Ratio of amplitude for the liquid crystal mixture containing 70% cholesterol and 30% 1-hexadecanol.



into a single liquid crystal ‘lattice’ and, secondly, its mean orientational cohesive energy [24, 25]. Introduction of hexadecanol molecules may create alternate sites to which cholesterol hydroxyl groups can hydrogen bond without providing a high melting crystal lattice, yet giving sufficiently strong intermolecular attractions resulting in an anisotropic melt. The increase in relative volume fraction of 1-hexadecanol increases the number of sites available for H-bonding and consequently more intermolecular attraction. With increasing intermolecular attraction and the consequent cohesive structure, the liquid crystal mixture provides an easier path for heat transport. This results in an enhancement in thermal conductivity with increasing relative fraction of 1-hexadecanol. The unification of components of the mixture through H-bonding causes the reduction in heterogeneity of the liquid crystal mixture. As the heterogeneity of the specimen decreases, factors causing reduction in the thermal parameters, namely interface thermal resistance and lattice expansion mismatch, also decrease [26]. This may also be the cause of increased value for thermal conductivity with increasing relative fraction of 1-hexadecanol,
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Table 1. Thermal properties of the material under investigation. Sample (cholesterol:1hexadecanol)



Thermal diffusivity (10−6 m2 s−1 )



Thermal Thermal effusivity conductivity (W s1/2 m−2 K−1 ) (W m−1 K−1 )



Heat capacity (106 J m−3 K−1 )



70:30 60:40 50:50 40:60



2.304 ± 0.003 2.770 ± 0.005 3.061 ± 0.003 3.602 ± 0.004



17.1 ± 0.2 16.5 ± 0.3 16.0 ± 0.2 15.5 ± 0.1



0.113 ± 0.0004 0.0991 ± 0.005 0.0915 ± 0.004 0.0820 ± 0.003



which also explains the observed variation in thermal energy capacity with volume fraction of constituents.



5. Conclusions In conclusion, results of the dependence of effective thermal parameters on the volume fraction of constituents in a liquid crystal mixture consisting of cholesterol and 1-hexadecanol are presented in this paper. It is seen that the thermal conductivity (thermal diffusivity) of the specimen increases with the increase in volume fraction of 1-hexadecanol whereas thermal effusivity decreases. Analyses of results show that Hbonding plays a key role in determining the effective thermal parameters of a liquid crystal mixture. The present study also suggests that effective thermal parameters can be tunable by varying the volume fraction of the constituents.
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