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共Received 10 December 2002; accepted 1 March 2003兲 Piezoresponse force microscopy has been used to perform nanoscale characterization of the spatial variations in the imprint and switching behavior of 共111兲-oriented Pb(Zr,Ti)O3 -based capacitors on Pt electrodes. Mapping of polarization distribution in the poled capacitors as well as local d 33 – V loop measurements revealed a significant difference in imprint and switching behavior between the peripheral and inner parts of the capacitors. It has been found that the inner regions of the capacitors are negatively imprinted 共with the preferential direction of the normal component of polarization upward兲 and tend to switch back after application of the positive poling voltage. On the other hand, switchable regions at the edge of the integrated capacitors generally exhibit more symmetric hysteresis behavior. Application of an ac switching voltage, contrary to what was expected, resulted in an increase of the negatively imprinted regions. The observed effect has been explained by incomplete or asymmetric switching due to the mechanical stress conditions existing in the central parts of the capacitors. © 2003 American Institute of Physics. 关DOI: 10.1063/1.1570942兴



Major development efforts in the field of ferroelectric thin films are currently focused on achieving high-density nonvolatile memories for mainstream microelectronic applications.1 There are a number of obstacles being faced. In a high-density ferroelectric random access memory 共FRAM兲 device, a capacitor has to be scaled to lateral and thickness dimensions that may approach the stability limits for the ferroelectric phase. The intrinsic capacitor-tocapacitor variability becomes an issue as the number of anisotropic grains per capacitor becomes small. Microscopic reliability and failure mechanisms are a concern and need to be better understood. One of the major reliability problems of the ferroelectric memory devices is imprint, which can be defined as a preference of one polarization state over the opposite one. The most important manifestations of imprint are a shift of a hysteresis loop along the voltage axis and the instability of one of the polarization states, which may lead to a progressive loss of remnant polarization 共retention loss兲. Imprint behavior in ferroelectric thin film capacitors has been the subject of numerous studies by conventional macroscopic techniques.2–5 However, only application of piezoresponse force microscopy 共PFM兲 has provided a nanoscale insight into the scaling and intrinsic variability issues.6 –11 Recent PFM measurements revealed a significant size effect on hysteresis behavior and spatial variations in the ferroelectric properties across micro- and nanoscale capacitors.12–14 These variations can be attributed to the inherent inhomogeneity of the ferroelectric layer, to the effect of the constrained geometry of capacitors with high aspect ratio, or to the effect of capacitor processing damage. Generally, all these factors can contribute to the switching behavior and delineating the role of each factor is a very important issue. a兲
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In this letter, we present the results of PFM characterization of spatial variations in the ferroelectric properties of Pb(Zr,Ti)O3 共PZT兲 FRAM capacitors. It has been shown that the switching and imprint behavior is a complex combination of electrical and mechanical effects. The 共111兲-oriented Ca-, Sr-, and La-doped PZT layers with Zr/Ti ratio of 40/60 have been sputtered on the Pt bottom electrode. The thickness of the PZT layer was 200 nm. Reactive ion etching has been used to fabricate 1 ⫻1.5-  m2 capacitors with 50-nm-thick IrO2 top electrodes on the PZT surface. The PZT layer has a 共111兲 orientation and columnar grain structure with grain sizes on the order of 200 nm in diameter. Domain patterns have been visualized using the PFM imaging mode.6 – 8 In this study, visualization of domain patterns has been performed in individual capacitors by applying a modulation 共imaging兲 voltage to the top electrode using a conductive PFM tip. The same tip was used to detect the mechanical displacement of the surface due to the converse piezoelectric effect. The top electrode did not conceal the domain structure, which has been imaged with a lateral resolution of less than 30 nm. This approach15 allows one to circumvent the problem of an inhomogeneous field distribution generated by the probing tip in a ferroelectric film without a top electrode and to exclude possible contribution of Maxwell stress to the piezoresponse signal.16 During imaging, the film was scanned with an oscillating tip bias of 0.8 V rms at 10 kHz. Local hysteresis loop have been measured by positioning the PFM tip at various sites on the top electrode and by measuring the PFM signal as a function of a dc voltage superimposed on the imaging voltage. Figures 1共a兲 and 1共b兲 show PFM amplitude and phase images, respectively, of the array of as-grown 1⫻1.5-  m2 capacitors. Dark regions in the phase image 关Fig. 1共b兲兴 represent domains with the normal component of polarization oriented upward, and light regions represent a downward ori-
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FIG. 1. PFM images of eight as-grown PZT capacitors before 共a兲, 共b兲 and after 共c兲, 共d兲 voltage pulses of opposite polarities have been applied to two of the capacitors 共marked by a block兲. The upper of the two capacitors has been poled by the ⫺5 V, 3 s pulse, the lower one has been poled by the ⫹5 V, 3 s pulse. Poling voltage was applied to the top electrode.



entation. Hereafter, dark regions in the phase image will be referred to as ‘‘negative’’ domains and bright regions as ‘‘positive’’ domains. In the amplitude image 关Fig. 1共a兲兴, domain boundaries appear as dark lines, indicating a weak piezoresponse signal. The polarization distribution in Fig. 1共b兲 suggests that there is no initial preference in polarization direction in the as-processed capacitors. However, poling experiments revealed an asymmetry in switching patterns of the capacitors. In Figs. 1共c兲 and 1共d兲, two capacitors have been poled by applying voltage pulses of the same amplitude and duration 共5 V, 3 s兲 but of opposite polarity. It can be seen that a capacitor poled by the ⫺5 V pulse exhibits uniform phase and amplitude contrast, indicating complete switching to a stable negative polarization state. In contrast, a capacitor poled by the ⫹5 V voltage exhibits nonuniform contrast suggesting that the remained dark regions either have not been switched under the applied voltage or switched back to the original polarization state after the voltage was turned off. This asymmetry in switching behavior can be an indication of negative imprint in the inner regions of the capacitor. Local hysteresis loop measurements performed at different locations on the top electrode of one of the capacitors support this assumption. It has been found that inner regions, which remained dark after ⫹5 V poling, exhibit strongly asymmetric loops characterized by a shift toward positive voltages and suppressed positive switchable polarization 关Fig. 2共a兲兴. Therefore, PFM hysteresis loop data, in agreement with the PFM imaging data, also suggest strong negative imprint in the inner regions of the capacitors. On the other hand, switchable regions at the edge of the FRAM capacitors generally exhibit more symmetric hysteresis behavior 关Fig. 2共b兲兴. It has been shown previously that imprint can be explained in terms of the formation of an internal field of the space charges which stabilize the existing polarization state.17 A space-charge field can lead to a voltage shift of a hysteresis loop and to poor retention.17 A common procedure
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FIG. 2. Local piezoelectric hysteresis loops measured in the central 共a兲 and peripheral 共b兲 parts of a 1⫻1.5-  m2 PZT capacitor.



for rejuvenation of imprinted capacitors is ac training: application of an ac voltage with amplitude higher than the coercive voltage for a short period of time 共generally ⬍105 cycles兲. In an ideal case, the ac training should lead to cyclic polarization reversal in the whole capacitor and, as a result, to the relaxation of space charges. The effect of the ac training on imprint behavior was studied by applying an ac voltage 共4 Vrms, 500 Hz兲 to four FRAM capacitors for 5 min and then poling these capacitors by the ⫹5 V, 3 s voltage pulses. 共The amplitude of the ac voltage has been chosen so that it will be higher than the coercive voltage determined from the polarization hysteresis loop兲. For control, four as-grown capacitors have been poled using voltage pulses of the same parameters without ac training. Results presented in Fig. 3 show that, contrary to what was expected, the ac training resulted in even less effective poling keep: much larger regions of the capacitors exhibit dark contrast after ⫹5 V poling; that is, show signs of negative imprint. To check if the dark regions in Fig. 3 are due to pinned 共nonswitchable兲 domains or due to domains formed as a result of backswitching, imaging of the capacitors has been performed with a dc bias of ⫹3 V superimposed on the ac modulation voltage. In this case, the phase and amplitude contrast become uniform in all capacitors indicating complete polarization reversal under the dc bias 共Fig. 4兲. However, subsequent conventional PFM imaging 共using the ac modulation voltage only兲 revealed almost the same domain pattern as before the ac/dc imaging. These results support the assumption that the dark regions seen in the positively poled capacitors in Fig. 3 are domains formed as a result of backswitching and not pinning. This observation again suggests strong negative imprint in the inner regions of the capacitors. The observed degradation of poling efficiency of the FRAM capacitors as a result of the ac training can be explained if we assume that, for some reasons, which will be discussed later, the ac training voltage does not induce complete polarization reversal in some regions with a negative polarization state. Then injection and interface entrapment of additional electronic charges would further imprint the negative polarization. In principle, the same effect could take



Downloaded 06 May 2003 to 152.1.119.102. Redistribution subject to AIP license or copyright, see http://ojps.aip.org/aplo/aplcr.jsp



Gruverman et al.



Appl. Phys. Lett., Vol. 82, No. 18, 5 May 2003



3073



FIG. 3. PFM images illustrating a detrimental effect of the ac training on imprint behavior. Capacitors in the upper row have been trained for 5 min by an ac voltage 共4 Vrms, 1 kHz兲 and then poled by ⫹5-V, 3-s voltage pulses. For reference, as-grown capacitors in the bottom row have been also poled by ⫹5-V, 3-s voltage pulses.



place if the switching time to a negative state was much shorter than to a positive state.18,19 In this case, the total time of the capacitor in the negative polarization state during training will be much larger than that for the positive state. This will induce further screening of the negative polarization and will lead to stronger negative imprint. The model just described explains the worsening effect of the ac training on the imprint behavior of the FRAM capacitors. However, it does not explain the observed spatial inhomogeneity of the switching and imprint behavior. Recently, Stolichnov et al.14 reported an anomaly in the polarization distribution of 2⫻3-  m2 共111兲-oriented PZT capacitors. This result, which is explained in terms of straininduced phase transition, strongly suggests a mechanical stress effect on imprint and switching behavior of the 共111兲oriented PZT capacitors. It should be noted that the capacitors studied in Ref. 14 are similar in structure, but different in thickness and size to those being investigated in the present study. The apparent difference between the switching patterns observed in our study and in Ref. 14 can be attributed to a strong size effect of polarization distribution. It can be speculated that in our case, the misfit strain is not sufficient to induce polarization reversal in the central regions. Instead, it creates preferential conditions for the negative polarization state. The central regions of the PZT capacitors are likely under tensile stress, which can affect the local coercive voltage by the stress-induced phase transition. Experimental observation of such effect was recently made by Kelman.20 It is likely then, that tensile stress causes incomplete switching in the central regions during the ac training, which eventually leads to stronger imprint as discussed earlier. In summary, PFM mapping of polarization distribution as well as local d 33 – V loop measurements revealed significant variations in imprint and switching behavior within integrated PZT capacitors. The inner regions of the capacitors exhibit a strong tendency to negative imprint. The obtained results suggest that these variations are a result of a complex combination of mechanical stress and electric-field effects. The contribution of each effect may vary drastically not only with the change in the capacitor size but also with the change in the processing conditions. Detailed analysis of symmetry change and polarization map as a function of the stress con-



FIG. 4. PFM phase images illustrating a backswitching effect. 共a兲 Conventional 共ac voltage only兲 PFM imaging of ac trained capacitors. 共b兲 The same capacitors imaged with ac/dc bias applied to the tip 共dc bias of ⫹3 V兲. 共c兲 The same capacitors visualized again using conventional PFM imaging.



ditions and the depolarization field is required to better understand the size dependence of the imprint and switching behavior of the integrated FRAM capacitors. The authors acknowledge financial support of Fujitsu Ltd. throughout this project. 1
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